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RGA Readings of Single Assembly (6-chip module, kapton tail, glass slide with 3M 9882 
tape and Stycast 2850FT/Catalyst 24LV) 

 
 

J. Domoleczny 
 
 
 

Reading at Startup 

 
 

Dominant readings at the following mass-to-charge ratios (�2x10-8 torr): 
17, 18, 27, 28, 29, 41, 43
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Reading at 24 hours (gain 10-8 torr) 
 

 
 

Reading at 24 hours (gain 10-10 torr) 
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Reading at 240 hours (gain 10-10 and 10-11 torr) 

 


